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The research on Inertial Confinement Fusion (ICF) requires constant research for identifying new
materials. Micro-structured low-density materials, or foams, with a randomly arranged internal
structure, have been shown to be able to reduce to some extent the detrimental effect due to
hydrodynamic instabilities seeded by non-uniform irradiation, while also increasing the laser
absorption efficiency and enhancing the pressure at the shock front. Laser 3D printing represents
the new way of obtaining foams with a precisely controlled morphology, gradients in density and
pore size and sample shapes which would be challenging to make with other techniques.

In this work, we will present the recent results of experiments and simulations about the irradiation
of micro-structured 3D-printed materials at high power. Micro-structured materials, realized at the
Vilnius University Laser Research Center by femtosecond laser additive manufacturing [1], were
irradiated at the ABC laser facility in the ENEA Centro Ricerche Frascati, at intensities from 104
W/em? to about 105 W/cm?, relevant for ICF. To interpret the experimental results, we ran
numerical simulations with the FLASH code in 3D on the ENEA CRESCO High Performance
Computing cluster in ENEA Centro Ricerche Portici. The results from the simulations are in good
agreement with the experiments and show peculiar features of the behavior of the laser-generated
plasma, which can be attributed to the regularity of the structure and to its structural parameters [2].
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